Contract No.

7241205245

HYUNDAI [

(2) Gauge length :

(1) Ceq: (CE=C+(Cr+V+Mo)/5+(Cu+Ni)/15+Mn/6)

L=565vA

Country of Produce and Process - Republic of Korea
HSCODE(H Section) : 7216.33

Customer HYUNDAI CORPORATION STEEL
PO No. F250100007 |NSPECT|ON CERT' FlCATE WWW.HYUNDAI-STEEL.COM  PAGE: [1/2]
Factory 63, Jungbong-Daero, Dong-gu, Incheon, S. Korea
L/C No. L030150202492 EN 10204(2004) TYPE 3.1 —
Certificate No. [IH20250200207-1
Commodity hot rolled H-Beam for building constructions or il engineering Class certificate No
Specification EN10025-1, 2 S275JR + AR Issue date 2025-03-12
Chemicalc i Tensile Test Impact Test(L)
emica omposition ensile les i oun
. . Quantity| Weight P E'il-d Erlél;l_ll_) V-Notch | 20 | °C Remarksi C |
Dimensions Length | Heat No. . . - - = | (Impact Specimen | Melt
(PCS) (kg) c|si Mn| P |s [cu|Ni|mMo|cr|a|V|[Nb|N|[cEn | Joraite | Vit | langs AVG 1 | 2 | 3 - and
x100 x1000 x100 %1000 10000 | x100 MPa % - - Joule
IPE 400 12.00 M| D 184998 1 79| 13 | 15| 60 | 37 | 7 21 | 10 2 19 2 1 108 | 29 469 | 334 | 30.7 140 | 137 | 146 | 138 10x10mm KOR
IPE 400 12.00 M| D 184999 5 3980 14 |17 | 61 [ 24 | 9 23 8 2 23 | 10 1 109 | 31 465 | 325 | 313 115 | 112 | 114 | 118 10x10mm KOR
TOTAL 6 4,776 ======END ======
Note

WE HEREBY CERTIFY THAT THE MATERIAL HAS BEEN MADE AND TESTED IN ACCORDANCE WITH THE
ABOVE SPECIFICATION AND ALSO WITH THE REQUIREMENTS CALLED FOR THE ABOVE ORDER.
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General Manager of QA Team
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This test report can be verified the authenticity to scan the top-right QR code via '‘Qreal’ mobile app.
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