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INSPECTION CERTIFICATE

HEZITHRAEXALE#42S #BY% 114002
No.42 Tuanijie Street Tiedong District 114002
Anshan. P. R. China
Tel 0086-8008900858 Fax 0086-0412-6728486
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Manufacturer: Bayuquan Heavy Plate Plant 5500 Line of AnSteel
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Specification ASTM A36/A36M License No.
MRS pazq=t ] TEAR BRES
Grade A36 Date of Delivery 20240325 Weight Mode Theory
B - - ) 80 5 LB 4> Chemical Composition (%) A%Bend
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I\E, Pack No. Heat No. Dimensions mm. Weight Pes. | g C Si Mn P S Cev ﬁ’@%ﬂﬁ o= 180 ° wHits
10 2| 10 2|10 2|10 3|10 3|10 -2 2 d=3 | BachNo. |
1 B43211031000 241D1192 6+2440+12000 1379 1 0 14 19 88 15 4 30 T111 .:.% 4P6018319900
2 | B43211032000 241.D1192 6%2440+12000 1379 1 0 14 19 88 15 4 30 T111 1% 4P6018319900
3 | B43211033000 241.D1192 6%2440+12000 1379 1 0 14 19 88 15 4 30 T111 i3 4P6018319900
&itTotal 4137 3
HiffTension i Charpy & EHardness EEHEMEQZ)
N TR BEVEE]
Bl ons |ww |58 oo | @) & (X . e | g 10-5+55mm ) . B . g sie
N? Pack No. fipad LR = | Ys/ Ritts fipad = Exins] pud Rits p&d 1 2 3 Ave Batch No.
o p&d [Rp0.2 e o | TS Batch No. p&d | & KV2 FHER SA % Batch No. p&d Batch No. %2
2 P Bl sh ]y 2 | C il <2 1|21 s Ave
Mpa | mpa | % | % T 2 3 Ave T 2 3 | Ave %
B43211031000 | T131 | 348 464 42 0.75 4P1041583100 T216 | 20 73 72 76 74 4P7037139000
2 B43211032000 | T131 | 348 464 42 0.75 4pP1041583100 T216 | 20 73 72 76 74 4P7037139000
3 | B43211033000 | T131 | 348 464 42 0.75 4P1041583100 T216 | 20 73 72 76 74 4P7037139000
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R . RE R2mm, 3. & CEEL2. 5. RE—ALEE. 6. FE MINTF2mm, 7. BELS + AR X4 -0:3 E7Delivery Condition. 1ASHIESE PWHT, 2.8 KIEHlIE/EH, 3 DR SERAREE Min PWHT,
Notes
1. CEV=C+Mn/6+(Cr+Mo+V)/5+(Ni+Cu)/15,
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Remarks IRTZNFIESEEAARNERFNTE, EEETEERETHKIRARITESBH. The above elements only list the intentionally added elements that participate in the composite formula, bl alculated according to the formula.
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Description We hereby certify that material described herein has been manufactured and tested with satisfactory results in accordance with requirements of the above material specification. If you have any questions;
contact our company. .’-r




