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HYUNDAICORPORATION 
PURCHASER 1 High strength low alloy structural steel 
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LAR 20240712 
ASTM A572/572M;A572 Gr.50 ON •  DATE OFISSUE 

lADi 0A02 DAtO 8A04 0001 OCIO JCUIZJC013 11CO2 
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24305777C 2470859 24G1089001 12x2440x12000 1 2,758 L 104 199 1544 100 28 15 190 42 150 9 40 3 120 43 385 548 23.5 0.70 CK 131 113 124 123 

1t (TOTAL): 1 2750 

L: !4 !SMELTING COMPOSITION ! BOA04=YIELD STRENGTH RATIO 
4j14(GAUGE LENGTH) Lo=200 mm ! B0B01=13ENDTEST 

A0C244AtIIMPACTfEST: 4C, 4bJLONGITUDINAL, i2 !A0001=IMPACTTESTA 
CLOSE TO SURFACE, )1JSIZE10*10*55 ! A0C012=IMPACT TEST B 

Et BOA01=YIELD STRENGTH ! A00013=IMPACT TEST C 
BOAOZ=TENSILE STRENGTH ! A00O2=IMPACT AVERAGE 

NOTES BOA03=PRECENTAGE ELONGATION AFTER FRACTURE 

According to EN 10204 3.1 
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WE HEREBY CERTIFYTHAT MATERIAL DESCRIBED HAS MANUFACTURED AND TESTED WITH SATISFACTORY RESULTS IN ACCORDANCE WITH THE REQUIR DIRECTOR OF 

EMENTS OFTHE ABOVE MATERIAL SPECIFICATION ! • - 
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