
山 东中天复合材料有 限 公 司
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              品 质 证 明 书    CERTIFICATE OF QUALITY                    证明书号 CERTIFICATE NO. ZTGC20250717002

订货单位 苏美达国际技术贸易有限公司
SUMEC INTERNATIONAL TECHNOLOGY CO.,LTD

产品名称
LOT ONE: CORRUGATED ALUZINC SHEETS-   0.33X851X100g/m2,
LOT TWO: CORRUGATED ALUZINC SHEETS-5V-0.33X895X100g/m2,
LOT THREE:CORRUGATED ALUZINC SHEETS-  0.40X851X150g/m2,
LOT FOUR: PREPAINTED CORRUGATED ALUZINC SHEETS-0.33X851X50g/m2-PAINT:5+15/5

CUSTOMER PORDUCT

标准 ASTM A792M
钢牌号 ASTM A792 合同 号

SU8183511JF-25GRADE OF STEEL CONTRACT NO.

SPECIFICATION
签发日期

2025.06.24
交货日期

2025.06DATE OF ISSUE DATE OF DELIVERY

序号 规格及重量 化学成分CHEMICAL COMPOSITION% 力学性能

SEQ. MATERIAL DESCRIPTION （熔炼分析HEAT ANALYSIS） mechanic   performance
NO. 厚度 宽度 长度 重量 C Mn Si s p Alt

屈服点 抗拉 伸长

锌层重量 （g/m2) THICK WIDTH LENGTH MASS Yield point T.S EL
mm （Mt） 100X 1000X N/mm2 Mpa % Zinc Coating

LOT 1

0.33 851 2000 17.700 3.5 20.0 1.5 22.6 21.0 25.8 589 631 5 100
0.33 851 2500 56.220 3.5 20.0 1.5 22.6 21.0 25.8 589 631 5 100
0.33 851 3000 202.438 3.5 20.0 1.5 22.6 21.0 25.8 589 631 5 100
0.33 851 3660 475.086 3.5 20.0 1.5 22.6 21.0 25.8 589 631 5 100
0.33 851 4000 28.028 3.5 20.0 1.5 22.6 21.0 25.8 589 631 5 100

779.472 

LOT 2

0.33 895 2000 29.976 4.5 21.6 15.0 17.9 28.9 30.4 410 455 9 100
0.33 895 2500 53.980 4.5 21.6 15.0 17.9 28.9 30.4 410 455 9 100
0.33 895 3000 35.994 4.5 21.6 15.0 17.9 28.9 30.4 410 455 9 100
0.33 895 3500 35.988 4.5 21.6 15.0 17.9 28.9 30.4 410 455 9 100

155.938 

LOT 3
0.40 851 3000 9.990 4.1 26.1 2.0 17.8 28.5 34.1 588 630 5 150
0.40 851 3660 21.332 4.1 26.1 2.0 17.8 28.5 34.1 588 630 5 150

31.322 

LOT 4

0.33 851 2000xRAL 9017 5.694 3.5 20.0 1.5 22.6 21.0 25.8 589 631 5 50
0.33 851 2500xRAL 9017 12.076 3.5 20.0 1.5 22.6 21.0 25.8 589 631 5 50
0.33 851 3000xRAL 9017 39.848 3.1 30.0 1.5 22.4 25.0 55.0 589 631 5 50
0.33 851 3660xRAL 9017 59.864 3.1 30.0 1.5 22.4 21.0 25.8 589 631 5 50
0.33 851 3660xRAL 3009 17.452 4.2 26.1 2.0 17.8 28.9 30.4 589 631 5 50

134.934 

                              合计 TOTAL:1101.666MT                 
证明本表所列制品，均依材料规格制造及试验，并符合规格之要求

质检部                                         QUALITY 
INSPECTION DEPARTMENT

WE HEREBY CERTIFY THAT THE MATERIAL DESCRIBED HEREIN HAS BEEN MANUFACTURED AND TESTED WITH 
SATISFATORY RESULT IN ACCORDANCE WITH THE REQUIREMENT OF THE ABOVE MATERIAL SPECIFICATION.


