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INSPECTION CERTIFICATE 
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PURCHASER  General carbon structural steel 

••••••••••
HYUNDAICORPORATION ! (Ø YGR1ZANN240583008-01 
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24109945A 2465707 2477272003 22x2440x12000 1 5,057 L 175 187 010 170 53 34 112 30 a 380 7 20 30 301 476 25.5 003 a( 204 199 149 184 
24100945A 2465767 2477272004 22x2410x12000 1 5,057 L 175 107 818 170 03 31 112 30 0 380 7 29 30 301 176 25.5 063 CK 201 199 149 114 

ki-t(1O1AI): 2 10.114 

- L: 1/E11'SMELTINGCOMPOSITION ! BOAO4=YIELD STRENGTH RATIO - - - - - - - - - - - - - - - - - - 
11111)/E1/E(GAUGE LENGTH) Lo=200 mm ! BOBOl=BENDTEST 
AOCI' !Et511/EMPACTFEST: 20 U, NPILONGITUDINAL, !AOCOl=IMPACT TEST A 
11 CLOSE TO SURFACE, )11,tSIZElO°10°55 ! A0C012=IMPACT TESTE 
BOA01=YIELD STRENGTH ! A0C013=IMPACT TEST C 
B0A02=TENSILE STRENGTH ! A0CO2=IMPACT AVERAGE 

NOTES BOA03=PRECENTAGE ELONGATION AFTER FRACTURE 

According lo EN 10204 3.1 
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WE HEREBY CERTIFYTHAT MATERIAL DESCRIBED HAS MANUFACTURED AND TESTED WITH SATISFACTORY RESULTS IN ACCORDANCE WITH THE REQUIR DIRECTOR OF 
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