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INSPECTION CERTIFICATE
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24111422C 24X2969 241.4825001 16x2440x12000 1 3,678 L 176| 186 | 831 | 240| 124 | 32 34 30 1 90 10 20 20 | 288 | 483 |26.5|0.60 | &K 100 | 127 | 109 | 112
24111422C 24X2969 2414825002 16x2440x12000 1 3,678 L 176 | 186 | 831 | 240| 124 | 32 34 30 1 90 10 20 20 | 288 | 483 |26.5 [0.60 | K 100 | 127 [ 109 | 112
24111422C 24X2969 241.4825003 16x2440x12000 1 3,678 L 176| 186 | 831 | 240| 124 | 32 34 30 1 90 10 20 20 | 288 | 483 |26.5|0.60 | &K 100 | 127 | 109 | 112
24111422C 24X2969 2414825004 16x2440x12000 1 3,678 L 176| 186 | 831 | 240| 124 | 32 34 30 1 90 10 20 20 | 288 | 483 |26.5 [0.60 | K 100 | 127 [ 109 | 112
24111422C 24X2969 241.4825005 16x2440x12000 1 3,678 L 176| 186 | 831 | 240| 124 | 32 34 30 1 90 10 20 20 | 288 | 483 |26.5|0.60 | &K 100 | 127 | 109 | 112
24111422C 24X2969 2414825006 16x2440x12000 1 3,678 L 176| 186 | 831 | 240| 124 | 32 34 30 1 90 10 20 20 | 288 | 483 |26.5 [0.60 | K 100 | 127 [ 109 | 112
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NOTES

L: YRS SMELTING COMPOSTION
hI{4REE(GAUGE LENGTH) Lo=200mm
ACCHEHIRIGIMPACTTEST: 20C, #AELONGITUDINAL,
3R CLOSE TO SURFACE, R~tSZE10%10%55

BOAQI=YIELD STRENGTH
BOAG2=TENSLE STRENGTH

BOAOB=PRECENTAGE ELONGATION AFTERFRACTURE

Accordingto EN 10204 3.1

BOAO4=YIELD STRENGTH RATIO
BOBO1=BENDTEST
AQCO1=IMPACT TEST A
AQCO12=IMPACT TEST B
AOCO13=IMPACT TEST C
AQCO2=IMPACT AVERAGE

v

4=

A RERBIREERHTHENRE, EAREEER, HICiTR, AERALLEK
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