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24120575C 24X2967 241.4827001 16x2440x12000 1 3,678 L 179 | 202 | 827 | 230| 97 33 58 30 1 170| 14 20 20 | 293 | 485 | 25 |0.60 | &K 142 | 134 | 96 124
24120575C 24X 2967 2414827002 16x2440x12000 1 3,678 L 179 | 202 | 827 | 230| 97 33 58 30 1 170 14 20 20 | 293 | 485 | 25 [0.60 | K 142 | 134 | 96 124
24120575C 24X2967 241.4827003 16x2440x12000 1 3,678 L 179 | 202 | 827 | 230| 97 33 58 30 1 170| 14 20 20 | 293 | 485 | 25 |0.60 | &K 142 | 134 | 96 124
24120575C 24X2974 2414827004 16x2440x12000 1 3,678 L 179 | 202 | 827 | 230 | 97 33 58 30 1 170 14 20 20 | 298 | 489 | 27 |0.61 | K 1835|117 {103 | 118
24120575C 24X2974 241.4827005 16x2440x12000 1 3,678 L 179 | 202 | 827 | 230| 97 33 58 30 1 170| 14 20 20 | 298 | 489 | 27 |0.61 | XK 135|117 | 103|118
24120575C 24X2974 2414827006 16x2440x12000 1 3,678 L 179 | 202 | 827 | 230 | 97 33 58 30 1 170 14 20 20 | 298 | 489 | 27 |0.61 | K 1835|117 {103 | 118
24120575C 24X2974 241.4827007 16x2440x12000 1 3,678 L 179 | 202 | 827 | 230| 97 33 58 30 1 170| 14 20 20 | 298 | 489 | 27 |0.61 | XK 135|117 | 103|118
24120575C 24X2974 2414827008 16x2440x12000 1 3,678 L 179 | 202 | 827 | 230 | 97 33 58 30 1 170 14 20 20 | 298 | 489 | 27 |0.61 | K 1835|117 {103 | 118
24120575C 24X2974 241.4827009 16x2440x12000 1 3,678 L 179 | 202 | 827 | 230| 97 33 58 30 1 170| 14 20 20 | 298 | 489 | 27 |0.61 | XK 135|117 | 103|118
24120575C 24X2974 2414827010 16x2440x12000 1 3,678 L 179 | 202 | 827 | 230 | 97 33 58 30 1 170 14 20 20 | 298 | 489 | 27 |0.61 | K 1835|117 {103 | 118
24120575C 24X2974 241.4827011 16x2440x12000 1 3,678 L 179 | 202 | 827 | 230| 97 33 58 30 1 170| 14 20 20 | 298 | 489 | 27 |0.61 | XK 135|117 | 103|118
24120575C 24X2974 2414827012 16x2440x12000 1 3,678 L 179 | 202 | 827 | 230 | 97 33 58 30 1 170 14 20 20 | 298 | 489 | 27 |0.61 | K 1835|117 {103 | 118
&it(TOTAL): 12 44,136
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NOTES

L: {80 SVELTING COMPOSTION

hi{B4REE(GAUGE LENGTH)

ACCHTHIXIRIMPACTTEST: 20C, #ELONGITUDINAL,

i % CLOSE TO SURFACE,
BOAQI=YIELD STRENGTH
BOAG2=TENSLE STRENGTH

BOAO4=YIELD STRENGTH RATIO
BOBO1=BENDTEST
AQCO1=IMPACT TEST A
AQCO12=IMPACT TEST B
AOCO13=IMPACT TEST C
AQCO2=IMPACT AVERAGE

Lo=200mm

R~ ZE10%10%55

BOAOB=PRECENTAGE ELONGATION AFTERFRACTURE

Accordingto EN 10204 3.1
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