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TSR SAMSUNG C&T CORPORATION \> 3 ﬁv Tmi =S
PURCHASR G | carbon structural steel
25 P77 enera
K85 BB i1 . T
CONSIGNEE SAMSUNGCT CORFORATION = g — YGCAZANN 241083007-05
YR { At
o punt RS #EL(AR) & B8 20241117
BRI EES ASTM A36/A36M ; ASTM A36 . QELIVERY CRNRUION DATEOFISUE
SPEC/GRADE ﬁ" I
IR 241117200502
FE B
TRAIN NO.
kY B B B B B A A A A
e %) OAOT | 0A02 | 0A03| 0A04| 0BOT | 0COT 0CO120C013| 0C02
s =8 5 CHEMICALANALYSS% B | 7 (0B B | T ||k | | b
b= #t= MRS HE i PR\ fL | R | 3B | fh || & | @ |y
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WHGHT = 'S
HEATNO. | LOTNO. FLATENO. DIMENSON ary . = E|E| % ¥ A B|C|Ae
9 AA 3 3 3 4 2 3 4 3 -4 3 4 4| MPa | MPa | % d=3a
10k10kT0k10Kk10Kk10LkT0KTOK10K10KTI0KTOK10 N I BV AN
Rp0.2| Rm | B5 187
24409087C 24X 3270 241.5081001 16x2440x12000 1 3,678 L 181 | 179| 855| 210| 86 34 47 10 1 160 | 12 20 20 | 277 | 451 26 |0.61 | K 53 56 60 56
&it(TOTAL): 1 3,678
L: 1&JRRLS SVELTING COMPOSTION BOAO/=YIELD STRENGTH RATIO
hI{4REE(GAUGE LENGTH) Lo=200mm BOBO1=BENDTEST
ACHEIRIAIMPACTTEST: 20C, #A\ELONGITUDINAL, AOCO1=IMPACT TEST A
JE % CLOSE TO SURFACE, R~FSZE10¥10%55 AOCO12=IMPACT TEST B
R BOAOI=YIELD STRENGTH AOCO13=IMPACT TEST C
BOAO2=TENSLE STRENGTH ACCO=IMPACT AVERAGE
NOTES BOACB=PRECENTAGE ELONGATION AFTERFRACTURE
Accordingto EN 10204 3.1
A RERBIREERHTHENRE, EAREEER, HICiTR, AERALLEK
WEHEREBY CERTIFY THAT MATERIAL DESCRIBED HASMANUFACTURED AND TESTED WITH SATISFACTORY RESULTSIN ACCORDANCEWITH THEREQUIR M%iﬂgggz_
.‘. ‘ EMENTSOF THE ABOVE MATERIAL SPECIFICATION DEPARTMENT
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