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INSPECTION CERTIFICATE

ITBEAL CUMIC STEEL LIMITED I 2R 2 FIAR
PURCHASER General carbon structural steel
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/AN
CUMIC STEELLIMITED -
CONSTGNEE YGR1ZANN240683004-02
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} L (AR) SR HM 20240708
FARNRHE/ S ASTM A36/A36M;ASTM A36 DATE OF ISSUE
SPEC/GRADE
2407087200159
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WEIGHT tA )i:A Ji:A L3 A B C | Ave
HEATNO. LOTNO. PLATENO. DIMENSTON QTY 1,
kg ) ) )
AA -3 -3 -3 -4 -4 - 4| MPa | MPa d=3a
x10 [x10 [x10 |x10 |x10 10 J I
Rp0.2 | Rm 180°
24305818C 2471215 24G1807001 32x2440x12000 1 7,355 L 173 | 216 | 870 180 | 50 40 338 | 471 OK 199 | 154 178 177
&t (TOTAL) = 1 7,355
L: %4> SMELTING COMPOSITION BOAO4=YTELD STRENGTH RATIO
FAHFRFE (GAUGE LENGTH) Lo=200 mm BOBO1=BENDTEST
AOCHt 3% IMPACTTEST: 20°C, #A[AILONGITUDINAL, AOCO1=IMPACT TEST A
jfi7 CLOSE TO SURFACE, J¥~}SIZE10%10%55 A0CO12=IMPACT TEST B
R BOAO1=YIELD STRENGTH AOCO13=IMPACT TEST C
BOAO2=TENSILE STRENGTH A0CO2=IMPACT AVERAGE
NOTES BOAO3=PRECENTAGE ELONGATION AFTER FRACTURE
According to EN 10204 3.1
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WEHEREBY CERTIFY THAT MATERTAL DESCRIBED HAS MANUFACTURED AND TESTED WITH SATTSFACTORY RESULTS INACCORDANCE WITH THE REQUIR I\E,}gff U% %*;8;
_. EMENTS OF THE ABOVE MATERTAL SPECIFICATION DEPARTMENT
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