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A.S, do not in:

third countries. i
-GTIP No: 7216.31.90.10.11 1

-Kimyasal ve mekanik ozellikler ve Ces ve kullanilan malzeme yapi kirisleri icin uygundur.
(Chemical and mechanical values Ceq and using material 'suitable for construction beams.)
-Bu sertifikadaki malzeme yukarida verilen standart ve ayni zamanda yukarida bulunan siparig
numarasina ait ihtiyaglar karsilamaktadir. (We hereby cettify that the material has been
made and tested in accordance with the above specification and also with the requirements
called for by the above order.)
-Radyasyonlu igerik bulunmamaktadir.(Free from radioaﬁﬁve conta
-Ceq=C+Mn/6+(Cr+Mo+V)/5+(Ni+Cu)/15
-Under the scope of the latest version of European Council Regulatiqn No: 833/2014, We, as
KARDEMIR, declare that the products/materials manufagtured by us for Kroman Celik San.
pbn and steﬁl products processed in

corporate Belarus and Russian originated i
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EN 10204 STANDARDI MADDE 3.1'E GORE MUAYENE SERTIFIKASI m
THE INSPECTION CERTIFICATE ACCORDING TO EN 10204 CLAUSE 3.1 T 3
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KALITE GUVENCE METALURJI VE LABORATUVARLAR MUDURLUGU & :,/,/,E\u\“ 15 IS0 1z
QUALITY ASSURANCE METALLURGY AND LABORATORY DEPARTMENT s
) I‘ 2024/768265
Oglebeli Mah. Ankara-Karabiik Bulvari No:2 Merkez/ KARABUK/ TURKIYE
KARDEM.R: Tel: 0370418 25 43 - Fax : 0 370 419 10 52 12.08.2024
i | e-Mail: Kalite@Kardemir.com
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Miisteri Adi [ §?| |'5 Uriin
Customer Name \ : |KROMAN GELIK SANAYlyA-S- ,‘“ Product : INPU 200 S275JR_00 12000 Profil
el "] i | e e e i -
Customer Coge |/102000 {1 [horing Bt 0%
Siparis No . 21132 : E Kalite - ) T
Order No | [ Quality :18275JR
T B Ik e : .
Bill of Parcels No ’ | 0020409605 Piece ;|3
Uriin Kalite Standardi IR o Agirlik (ton)
Standard of Grade || [FN 100252 Weight b
Uygunluk Degerlendirme Standardi | E ) B Dékiim No T
Standart of Assessment'bf Comformity |- N Ine25a Heat No 1 [2413877
]
Test Standard :
Test Standard AS-?M E-415
|
% % % | 5% % % % % % % % % % % % % % % % % %
C Mn Si ‘S P N Cr Ni Cu Mo v Ti As Sn Sb Al Nb Cev B Zr Pb
[
0,07 { 0,99 | 0,21 | 0,015 0,014 | 0,006 | 0,02 | 0,031 | 0,047 | 0,004 | 0,004 | 0,001 |0,0263|0,0030(0,0046|0,0027|0,0031| 0,24 (0,0007(0,1402(0,0002,
|
MEKANIK OZELLIKLER
MECHAI\{ICAL PROPERTIES
!
]
Test Standard: : Test Standatd : Test Standard :
Toot Stancard . TSEN1SO 6892-1 Test gtan dar‘é Toot Stangerd TS ENISO 148-1
Al L
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: i ' Vurma Dayanimi
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Gel;_r:: Muk. | Akma Muk. Uzama Kesit ! i\l Impact Strength
sile Yield Strength| Elongation Daralmasi Biikme; +S +A ;
2 i ( g '
Sr\lil;engtzh (N/mm2) Reduction of ‘Ben ding (HBW) |(HBW) | Ortam Sicakiign Ortalama
(N/mm2) Area | Ambient 1 2 9 Average
Lo 9% (%) ' ; Temperature ) ) ) W) g
| I ) , (C)
) Catlak ve/veya ) )
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KalDer

FRM.KY.0455 Profil-Pilatina Mamulleri Test Sertifikasi Profile and Paltina Mill's Test Certificate



