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NOTES

LO O O00 SMELTING COMPOSITION

000 O (GAUGE LENGTH) Lo=50 mm

AOCO O O O IMPACTTESTO 200 O O O LONGITUDINALO
1/40 0 1/4 LOCATIONO O O SIZE10*10*55
COAOQ1=YIELD STRENGTH

COA02=TENSILE STRENGTH

COAO3=PRECENTAGE ELONGATION AFTER FRACTURE

According to EN 10204 3.1

COAO04=YIELD STRENGTH RATIO
BOBO1=BENDTEST
A0CO1=IMPACT TEST A
A0C012=IMPACT TEST B
A0C013=IMPACT TEST C
A0C02=IMPACT AVERAGE
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WE HEREBY CERTIFY THAT MATERIAL DESCRIBED HAS MANUFACTURED AND TESTED WITH SATISFACTORY RESULTS IN ACCORDANCE WITH THE REQUIR M';'FFZEELTEGREEL
EMENTS OF THE ABOVE MATERIAL SPECIFICATION DEPARTMENT
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