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Angang Steel Company Limited
INSPECTION CERTIFICATE
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Manufacturer: Bayuquan Heavy Plate Plant 3800 Line of AnSteel
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Buyer BRRAETLFEAHRAE Product Medium and Heavy plate Contract No. C24A0085002 Certificate No. 02410160004
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Specification Q/ASB 146.2 License No.
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Grade A36 Date of Delivery 20241016 Weight Mode Theory
B 1k Z %4> Chemical Composition (%) A%Bend
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No. 1 fak Batch No
10 -2| 10 -2 |10 -2|10 -3|10 -3 *2 .
1 | S4A144891000 24BD6601 8+2000+12000 1507 1 0 19 20 57 10 5
2 | S4A144892000 24BD6601 8+2000+12000 1507 1 0 19 20 57 10 5
3 | S4A144893000 24BD6601 8%2000+12000 1507 1 0 19 20 57 10 5
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*2 % % *2 *2 1 2 3 Ave
MPa | MPa 1 2 3 Ave 1 2 3 Ave %
1 S4A144891000 | T141 | 361 469 a7 4pP1155172100
2 | S4A144892000 | T141 | 361 469 47 4P1155172100
3 S4A144893000 | T141 | 361 469 a7 4pP1155172100
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Remarks IRTENIESEEAARNERFINTE, EEETEERESHEIRARITESY. The above elements only list the intentionally added elements that participate in the composite formula, byfethg eﬁ:oswteé\ement results X;eﬁtr cti=Falculated according to the formula.
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Description We hereby certify that material described herein has been manufactured and tested with satisfactory results in accordance with requirements of the above material specification. If you have any questions, ﬂ
contact our company. e




