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INSPECTION CERTIFICATE 
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RIZHAO STEEL YINGKOU MEDIUM PLATE CO.,LTD. 

fl rn /115005 
Yejinstreet,Laobiandistrict,Yingkou,Liaoring,P.R. China/115005 
TEL:0417-3256081 !FAX:0417-3256057 !NO.:DT2101501/A 

HYUNDAICORPORATION 
PURCHASER 

- CONSIGNEE HJN1JA1CORPORA11ON 

ASTM A36/A36M;ASTM A36 
SPEC/GRADE 

- 
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TRAIN NO. 

IE' 

General carbon structural steel 

YGR1ZANN240583008-01 

20240725 
DATE OF ISSUE 
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CHEMICALANALYSJS% E 
ftL -IR 

C Si Mo 1' S 01V Ci Mo V 70 Co Nb 111 ÍJE,  IR. -K lb IR Rl 411 111 4.111 
•••••••

- Ave 1-IEATNO. LOTNO. PLATENO. DIMIJNSION QIY g AA -3 -3 -3 4 -4 -i -3 -4 -3 -4 -3 -4 -4 MP-a MPa % 4=3-a 
10 xlO xltl xlfl x10 x10 x10 xlfl x10 xlfl x10 x10 x10 3 J 1 1 

Rp0.2 Rin ES •• 1835' 

211073321) 2465809 2476946001 58x2440x12090 1 8,734 L 171 197 825 230 66 32 56 10 1 180 10 20 20 3011 472 24 0.64 L1( 116 124 104 115 

24305'443C 2465725 2476957002 38x2090x12090 1 7,159 L 178 208 818 169 56 33 53 10 1 180 0 20 20 297 470 21 0.63 O( 183 167 170 173 

24306071C 2472978 24G4100005 21x2440x12096 1 5,746 L 176 225 835 1110 85 32 24 10 1 100 9 30 20 276 408 25 0.59 OC 126 122 111 120 

74306021C 2472878 24G4100006 21x5440x12090 1 5,746 L 176 2211 835 169 85 32 24 10 1 100 9 30 20 276 408 25 0.59 OC 120 122 111 120 

-Rtt(roTAL): 4 27,385 

L: R)sUi' 1M17L10N1,., UUNWUSiIIUN 1110A04=YIELI) SI L<ISNU1 1-1 I4A1IU 

R1RII(GAUGE LENGTH) Lo=200 mm 1301501=BENDTEST 
AOCl4Rt4RIMPACTrEST: 20 'C, IMPILONGITUDINAL, A0C01=IMPACT TEST A 

CLOSE TO SURFACE, Ji'SIZE 10*10*55 A00012=IMPACT TEST B 
Jl BOAO1=YIELD STRENGTH A00013=IMPACT TEST 

BOA02=TENSILE STRENGTH A00O2=IMPACT AVERAGE 
NOTES BOA03=PRECENTAGE ELONGATION AFTER FRACTURE 

According to EN 10204 3.1 

2 *I4, 4iRJf 
HEREBY CERTIFYTHAT MATERIAL DESCRIBED HAS MANUFACTURED AND TESTED WITH SATISFACTORY RESULTS IN ACCORDANCE WITH THE REQUIR 

imi
WE 
EMENTS OF THE ABOVE MATERIAL SPECIFICATION 


