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Manufacturer: Bayuquan Heavy Plate Plant 3800 Line of AnSteel
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Remarks FRTENIESEESARNERFTNTE, BEEATEERETEIZARITERE . The above elements only list the intentionally added elements that participate in the composite formula, b f osite element results ? tr alculated according to the formula.
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Description Wethe;eby certify that material described herein has been manufactured and tested with satisfactory results in accordance with requirements of the above material specification. If you have any questions\gleas .
contact our company. wt




